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By W. H, H e l l ,  J. Me Hanlet, Re W. Haas 

The Marquardt Corporation 
Van Nuys , Cal i forn ia  

SUMMARY 

The objec t ive  of t h i s  cont rac t  w a s  t o  demonstrate the  f e a s i b i l i t y  
of f ab r i ca t ing  a l i n e  skip commutator i n  a th in  f i lm configuration su i t ab le  
as a readout device f o r  the Marquardt Ferrotron image sensor p l a t e  i n  
c e l e s t i a l  f i e l d  scanner applications.  A log ic  study provided a configur- 
a t ion  t h a t  permits readout by l i n e  skip commutation r a t h e r  than sequent ia l  
scanning of an image p l a t e  and el iminates  the p o s s i b i l i t y  of ambiguity i n  
a matr ix  readout. A hybrid th in  f i lm configuration of the commutator w a s  
fabr ica ted  and tes ted  thus confirming f e a s i b i l i t y  of operation. 
ment program i n  the use  of ion  implantation techniques f o r  the f ab r i ca t ion  
of ac t ive  th in  f i lm  switching elements w a s  i n i t i a t ed .  

A develop- 
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INTRODUCTION 

This repor t  descr ibes  the work performed under Contract NAS 12-521 f o r  
the period March, 1967 t o  September, 1968. The primary objec t ive  w a s  t o  in- 
ves t iga t e  the f e a s i b i l i t y  of implementing a l i n e  skip commutator i n  th in  
f i lm  configuration as a readout mechanism f o r  the Marquardt Ferrotron image 
sensor p l a t e  i n  celestial  f i e l d  scanner applications.  The immediate goal 
w a s  t o  e s t a b l i s h  the bas ic  commutator log ic  configuration, t o  experimentally 
demonstrate the f e a s i b i l i t y  of l i n e  skip readout employing hybrid th in  f i lm  
c i r c u i t s  i n  conjunction with a simulated image p l a t e  and t o  inves t iga te  
advanced f ab r i ca t ion  techniques f o r  a high reso lu t ion  implementation. 

In a c e l e s t i a l  f i e l d  scanner, a selected s t e l l a r  f i e l d  i s  imaged upon 
a photosensit ive surface,  which, i n  turn,  i s  e l ec t ron ica l ly  read out  element 
by element t o  determine the r e l a t i v e  pos i t i ons  of stars o r  other celestial  
objects.  For the purpose of space-borne appl ica t ions ,  i t  is des i rab le  t o  
use f o r  the sensing and readout funct ions so l id  s t a t e ,  t h in  f i lm components 
which require  minimum weight and power, and o f f e r  maximum r e l i a b i l i t y ,  
p r inc ip l e ,  the Marquardt image sensor i s  a p l a t e  where a matr ix  of photo- 
s ens i t i ve /  storage elements combined with a readout commutator a re  deposited 
by th in  f i lm techniques onto a common substrate .  

I n  

F o r  high qua l i t y  star f i e l d  image transducing i t  i s  necessary t o  scan 
a very la rge  number of image poin ts  within a given f i e l d  of view. 
only a very few image po in t s  are i l luminated by r ad ia t ing  sources i n  t h a t  
f i e l d ,  a conventional r a s t e r  mode of readout y i e lds  a very low da ta  ra te .  
The da ta  rate can be considerably increased when employing a l i n e  skip mode 
of readout which scans only those elements t h a t  conta in .da ta ,  i.e., i t  
sequent ia l ly  i d e n t i f i e s  only the loca t ion  of the d a t a  points.  

Since 

To implement the subject  program i t  w a s  f i r s t  necessary t o  ana ly t i ca l ly  
inves t iga te  the sensor/commutator i n t e r f ace  aspects  i n  conjunction with the 
funct ions t o  be performed i n  the l i n e  skip operation. This study culminated 
i n  the de l inea t ion  of the log ic  c i r c u i t  and the determination of performance 
c h a r a c t e r i s t i c s  of the pe r t inen t  t h in  f i lm components. 

A s  a next  s tep ,  the f e a s i b i l i t y  of producing the log ic  switching e le -  
ments from a material t h a t  i s  compatible with t h a t  employed i n  the sensor 
w a s  invest igated i n  conjunction with another program. 
f o r  commutator and sensor i s  des i rab le  when deposit ing commutator and sensor 
onto the same substrate.  

A common mater ia l  
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U l t i m a t e l y ,  the  l i n e  skip commutator i s  to  operate i n  conjunction with 
a high reso lu t ion  image p la te .  The l a rge  number and very s m a l l  s i z e  of t he  
switching elements t h a t  have t o  be in tegra ted  with each image p l a t e  mat r ix  
readout l i n e  r equ i r e s  a spec ia l  f ab r i ca t ion  technique. A t heo re t i ca l  and 
experimental i nves t iga t ion  w a s  i n i t i a t e d  on the use of ion p l a t ing  technique 
which would allow the  necessary high packing dens i ty  of switching elements. 

I n  order t o  demonstrate the f e a s i b i l i t y  of non-ambiguous l i n e  skip 
readout i n  two ax i s ,  a breadboard model w a s  prepared employing hybrid t h i n  
5 i l m  techniques. 

3 



CONCEPT 

The Ferrotron image p l a t e  i s  composed of a photoconductor and a ferro-  
e l e c t r i c  material laminate. During exposure t o  a scene the inc ident  l i g h t  
cont ro ls  the cur ren t  flowing through the photoconductor as a funct ion of 
i t s  i n t e n s i t y  a t  any given image poin t  and the f e r r o e l e c t r i c  i n t eg ra t e s  
t h i s  cur ren t  r e t a in ing  permanently the image as a charge pa t t e rn  u n t i l  read- 
out. 
the p l a t e  t o  form rows and columns of a matrix,  e f f ec t ive ly  dividing i t  i n t o  
a la rge  number of elemental image points.  A two ax i s  commutator i s  provided 
f o r  the readout operation. The s tored image pa t t e rn  i s  scanned by switching 
the rows and columns i n  an appropriate sequence. 
i n t e r sec t ion ,  the f e r r o e l e c t r i c  element i s  discharged, thereby producing an 
output  s igna l  proport ional  t o  the s tored charges. A de ta i led  descr ip t ion  of 
the Ferrotron concept i s  given i n  Appendix A. 

A f i n e  g r id  p a t t e r n  of e lectrode l i n e s  i s  deposited on each s ide  of 

A t  each switched row/column 

The bas i c  p r inc ip l e  of l i n e  skip commutating i s  shown i n  Figure la. 
Here, switches ( tags)  are l lset"  during exposure of the image p l a t e  which 
d i r e c t  during readout the cur ren t  t o  only those e lec t rode  l i n e s  where an 
element had been illuminated. For example, assuming a star image appears 
i n  lFne 3 and 5, the f i r s t  readout pulse w i l l  flow i n t o  l i n e  3 skipping l i n e s  
1 and 2. 
allowing the next readout pulse to  flow d i r e c t l y  i n t o  l i n e  5. 

After readout of the element i n  l i n e  3 ,  switch 3 w i l l  be closed, 

The image transducer p l a t e  with l i n e  skip fea ture ,  Figure l b ,  would 
cons i s t  o f :  (1) the  sensor surface with the electrode l i n e  g r ids  f o r  the 
detect ing and s tor ing  of the image; (2) two l i n e  skip commutators, one f o r  
each coordinate f o r  scanning the image sensor; ( 3 )  the  binary encoder f o r  
es tab l i sh ing  the locat ion d a t a  of an i l luminated sensor element in '  b inary 
form. 

The commutator contains ,  i n  addi t ion t o  the l i n e  scan switches, o r ig ina l  
loca t ion  t r tagsrr  which are i n  series with the electrode l i n e s  f o r  memorizing 
those rows and columns t h a t  contain i l luminated image points.  

During exposure, those sensor elements t h a t  are il luminated w i l l  permit 
cur ren t  to  flow. This  cur ren t  w i l l  po la r ize  the sensor memory elements i n  
a pos i t i ve  d i r ec t ion  and simultaneously set the t ags  i n  the column commutator. 
During readout, a pulse  i s  f i r s t  applied t o  the column commutator which 
i d e n t i f i e s  the loca t ion  of the  f i r s t  t ag  and which allows cur ren t  t o  flow i n  
the reverse d i r ec t ion  through a l l  memorized elements contained i n  t h a t  l i n e ,  
thereby repolar iz ing them i n  a negative d i r ec t ion ,  i.e., erase the s tored 
data ,  and simultaneously s e t t i n g  the tags  of the  corresponding row l ines ,  
Then, a pulse  i s  applied t o  the row commutator ident i fy ing  the loca t ion  of 
i t s  f i r s t  set  tag. 
uniquely determined, A consecutive pulse  t o  the row commutator i d e n t i f i e s  

Thus, the pos i t ion  of an i l luminated image poin t  i s  
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the  loca t ion  of a poss ib le  next image po in t  r e l a t ed  t o  the same column. 
This operat ion w i l l  be continued u n t i l  a l l  row pos i t ions  have been i d e n t i f i e d  
f o r  t h a t  p a r t i c u l a r  column. Then, the next  column l i n e  containing d a t a  i s  
pulsed and the row operat ion i s  repeated as above. In  t h i s  manner, the da t a  
contained i n  the  e n t i r e  image p l a t e  i s  read ou t  with only a few scan pulses. 
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DESIGN ANALYSIS 

System Considerations 

The ove ra l l  funct ional  system of the l i n e  skip commutator i s  shown i n  
Figure 2. 
f o r  i t s  ac t iva t ion .  
ina ted  image po in t s  t ags  the corresponding columns and image storage element. 
No d a t a  i s  s tored  i n  the  row tags, 

The exposure control  provides a voltage pulse  to  the image p l a t e  
As mentioned above, the r e s u l t a n t  cur ren t  a t  a l l  i l l u m -  

For readout,  the pulse  generator energizes the column commutator switch- 
ing i t  t o  i t s  f i r s t  t ag  posit ion.  Here, the column encoder network i s  gated 
f o r  output  i n  binary form. A t  the  same t i m e  cur ren t  i s  gated t o  the image 
storage element and, i n  turn,  t o  the r e l a t ed  row tags. Then, the row commu- 
t a t o r  r e g i s t e r  i s  energized which, i n  turn,  l ine-skip switches through a l l  
tagged s tages  gat ing a t  each s tage the row encoder network. Upon completion 
of the row readout operat ion the column commutator advances t o  i t s  next  
tagged pos i t ion ,  thus repeat ing the cycle u n t i l  no f u r t h e r  s ignal  i s  detected. 

Readout of each tagged column commutator s tage c l e a r s  t h a t  p a r t i c u l a r  tag  
and, as mentioned above, t r a n s f e r s  the energy of each f e r r o e l e c t r i c  image 
element i n t o  i t s  associated row stage,  thereby re turn ing  t h a t  element t o  i t s  
normal state of polar izat ion.  Thus, upon f in i sh ing  a complete scanning oper- 
a t ion ,  the matr ix  a r ray  and a l l  s tages  of both commutators have been reset 
and are ready t o  accept a new exposure. 

The implementation of the above l i n e  skip readout funct ions involves 
the use of d i g i t a l  log ic  f o r  scanning and a compatible th in  f i lm  t r a n s i s t o r  
technique. 

Logic Functions 

I n  order  t o  have the l i n e  skip commutator readout only those po in t s  i n  
the image matr ix  t h a t  contain sensed da ta ,  the following functions must be 
provided : 

(1) Some form of s ta t ic  s torage t o  remember, f o r  readout purposes, 
t h a t  a f e r r o e l e c t r i c  element has stored charge. This i s  necessary 
s ince the  f e r r o e l e c t r i c  passes appreciable cur ren t  only when 
switching and i s  thus a dynamic output  device. 

(2 )  An encoding network t h a t  w i l l  provide a binary output t o  i d e n t i f y  
s p e c i f i c  s torage elements t h a t  have been set  by switching fe r ro-  
e le c tr ics , 
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( 3 )  Some form of i n h i b i t i o n  such t h a t  i f  a storage element has been 
set i t  w i l l  i n h i b i t  t h a t  readout of subsequent elements u n t i l  i t  
has been read. I f  the  storage element has n o t  been set, i t s  own 
readout i s  always inhibited.  

Control s igna l s  t h a t  w i l l  read and reset each storage element i n  
the  order d i c t a t e d  by the  gating logic. 

( 4 )  

A log ic  diagram of four  s tages  of a l i n e  skip commutator r e g i s t e r  t h a t  
incorporates these functions i s  shown i n  Figure 3. Flip-flop s tages  QA, QB, 
Qc, and QD provide the s ta t ic  storage and are s e t  during exposure when image 
d a t a  i s  sensed, Gates G 1 ,  G3, G6, and 69 provide readout pulses. Gates G2, 
G4, G 7 ,  and GI0 reset t h e i r  respec t ive  f l i p - f l o p s  a f t e r  readout. Gates G5, 
G8,  and G I 1  determine, by log ic ,  the next f l i p - f l o p  f o r  readout during a 
scanning operation, The log ic  equations f o r  the ga t e s  are: 

U s e  of these equations and the  timing diagram i n  Figure 4 i nd ica t e s  the 
typ ica l  operation of t he  r eg i s t e r .  A s  shown, r e g i s t e r  s tages  QA and QB are 
set due t o  the presence of image da ta  on their matrix input  l i n e s  during 
exposure of the image p la te .  The p o s i t i v e  condition of QA and the  presence 
of a read pulse (RO) a c t i v a t e s  ga te  G1 which furn ishes  a pulse t o  the encoding 
network f o r  binary output. A reset pulse (RS) i s  applied t o  the cont ro l  l i n e  
which a c t i v a t e s  ga te  G 2  and thus resets f l i p - f l o p  QA. Gate G 5  i s  ac t iva ted  
by the  reset condition of QA and QB. 
i n  conjunction with the  output of ga te  G 5  and the set condition of QC acti- 
va t e s  ga t e  G6 providing a binary encoded output f o r  Qc. 
(RS) resets f l i p - f l o p  Qc through ga te  G7, 
ga t e s  G 8  and 611. 
next f l i p - f l o p  i n  the r e g i s t e r  which had been set by image data. 

The next read pulse on the cont ro l  l i n e ,  

The next r e s e t  pulse 
This reset condition a c t i v a t e s  

The nex t  readout pu lse  (RO) would be log ica l ly  gated t o  the 
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Thin F i l m  Elements 

The th in  f i lm  t r a n s i s t o r  (TFT) i s  e s s e n t i a l l y  a f i e l d  e f f e c t  device i n  
which the conductivity of a semiconductor i s  modulated by the appl icat ion 
of a t ransverse e l e c t r i c a l  f i e l d ,  (The geometry of such a device i s  shown 
i n  Figure 5). 
the source and dra in  electrodes,  Under these conditions,  the appl icat ion of 
vol tage t o  the insu la ted  electrode,  o r  ga te ,  induces a charge i n t o  the  s e m i -  
conductor which attracts a proportional number of carriers from the source 
electrode. Thus the applied f i e l d  has an e f f e c t  on the conductivity of the 
device. 

Current flow i n  the device i s  i n i t i a t e d  by a voltage between 

For example, with a pos i t i ve  ga te  po ten t i a l ,  pos i t i ve  charges on the 
e lec t rode  s ide  of the in su la to r  induce a corresponding negative charge a t  
the semiconductor side. A s  the  vol tage increases ,  the pos i t i ve  charge a t  the 
ga te  i s  increased and the negative charge i n  the semiconductor i s  increased 
with a proport ional  increasing change i n  the conductivity. 
from the dra in  t o  the source thus w i l l  be "enhanced" by the applied ga te  
po ten t i a l  and the device i s  sa id  t o  work i n  the "enhancement" mode. An in- 
crease of a negative ga te  val tage decreases the ga te  cur ren t  i n  the "depletion" 
mode . 

The cur ren t  f l o w  

With a zero vol tage on the gate ,  an ohmic cur ren t ,  Ido, w i l l  flow from 
the d ra in  to  the source f o r  an n-type semiconductor material. The magnitude 
of t h i s  cur ren t  w i l l  depend upon the r e s i s t i v i t y  of the material .  Small 
i n t r i n s i c  f r e e  c a r r i e r  d e n s i t i e s  can be rea l ized  by the use of semi-insulators,  
o r  wide band gap materials such as cadmium sulfide-cadmium selenide (CdS-CdSe). 
When low signal  l e v e l s  such as those derived from so l id  s t a t e  image p l a t e s ,  
are used, t h i s  requirement becomes very important. 

Examination of the equation f o r  the saturated dra in  current  a t  zero 
gate  b i a s  

2 -1 -1 where u = d r i f t  mobili ty i n  cm v o l t  sec 

N- = densi ty  of surface states 
0 

e = e lec t ron  charge, 1.6 x 1O-l' coulombs 

L = source d ra in  gap width, cm 

C = input  gate  capacitance i n  fa rads  
g 
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To make Ido as s m a l l  as poss ib le  f o r  a given r e s i s t i v i t y  mater ia l  the 
thickness of the  semiconductor, h, should be reduced t o  make No small and 
the thickness of the in su la to r ,  t, should be reduced t o  make Cg l a rge  as 
possible.  

Another important parameter of the TFT i s  Vo, the  gate  threshold voltage 
necessary f o r  conduction i n  the semiconductor. (Disregarding Ido) 

e N  WL 
v = -  

g 

0 

C 0 

a subs t i t u t ion  can be made 

2 

KFIL 10-l2 
2 ’  Since the ga te  capacitance, C = 

g 4 n t  

4 7 r t  
1 

e N  WL .- 0 v =  
rn 10-l2 0 

This second form of the equation shows t h a t  f o r  a given insu la t ion  material 
(given K ) ,  the  threshold can be minimized by making No and t s m a l l .  

In  order  t o  r e a l i z e  maximum gain from the  TFT, it i s  des i rab le  t o  make 
the transconductance, &I, as la rge  as possible.  The equation f o r  gm i s  

ucg(vg - vo> - 
gm L2 

With a given d r i f t  mobil i ty ,  u, the transconductance can be increased by 
making L as s m a l l  as possible.  (Cg decreases l i n e a r l y  with L bu t  W can be 
increased t o  compensate f o r  the change), 

A l a rge  capacity high reso lu t ion  image p l a t e  requi res  a high reso lu t ion  
From the above observations,  i t  can be seen t h a t  commutator implementation. 

a small L,  or source d ra in  e lec t rode  spacing provides t h i s  compat ibi l i ty  
s ince this  dimension e s s e n t i a l l y  governs the reso lu t ion  i n  one axis ,  

The use of ion  implantation techniques ( a s  discussed i n  the next sect ion)  
can f u l f i l l  the requirement f o r  a very th in  insu la t ion  layer ,  t, I n  addi t ion,  
the use of t h i s  technique can provide the very narrow TFT e lec t rodes  necessary 
t o  achieve the des i red  high resolut ion.  

To provide an estimate of the c h a r a c t e r i s t i c s  of a high reso lu t ion  TFT 

A 
t h a t  could be deposited on the same subs t ra te  as a so l id  state image sensor, 
a 1 m i l  by 1 m i l  device can be assumed with a 4 micron source-drain gap. 
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d r i f t  mobili ty value of 150 cm%olt"sec" i s  c h a r a c t e r i s t i c  of a Marquardt 
developed CdS-CdSe material which would serve ae the semiconductor. An 
i n su la to r  material consis t ing of Be203, Dy2O3, and Si02 has a d i e l e c t r i c  
constant of 4.5 and a breakdown voltage exceeding 3 x 106 v o l t s  cm-1. A 
ga te  in su la to r  thickness,  t, of 1OOOA would require  operation below a 3 v o l t  
l e v e l  which should be more than sa t i s f ac to ry  f o r  a low l eve l  d i g i t a l  l og ic  
requirement. Assuming these values,  the  ga te  capacitance would have a value 
of 

m 10-l2 c =  
g 4 7 r t  

4 2.5 4 - - 
4 n10-6 

= 3 x farad 

The transconductance, g , assuming a negl ig ib le  threshold voltage,  m would be 

2 - - 1.5 10 3 10-l~ 2 
16 x lom8 

-1 = 660 microamperes v o l t  

The gain-b andwi d t h  

- 6.6 x loe4 - 
2 n3  10-l~ 

6 = 320 x 10 he r t z  

A l i n e  skip commutator implemented by elements exhibi t ing these char- 
acteristics would be sa t i s f ac to ry  f o r  s e l ec t ive  readout of an image sensor 
plate .  
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MATERIAL FOR SWITCHING ELEMENTS 

The implementation of the l i n e  skip commutator l og ic  functions requi res  
switching elements t h a t  are compatible with the  e l e c t r i c a l  and physical char- 
acteristics of t he  sensor elements. The use of t h i n  f i lm  t r a n s i s t o r s  o f f e r s  
severa l  advantages over in tegra ted  c i r c u i t r y  and MOS insu la ted  ga te  f i e l d  
e f f e c t  t r a n s i s t o r s  (IGFET) implementations. For example: Conventional in te -  
gra ted  c i r c u i t r y  cannot provide the required high r e so lu t ion  o r  packing 
density. The MOS-IGFET implementation could poss ib ly  overcome t h i s  l i m i t a -  
t ion,  I n  addi t ion ,  i t s  high inpu t  impedance would permit a high loading o r  
fanout r a t i o  which i s  a des i r ab le  f e a t u r e  i n  d i g i t a l  l og ic  c i r cu i t ry .  
a l s o  could be made t o  e x h i b i t  a threshold voltage which improves noise  immu- 
n i  ty.  

I t  

However, the f ab r i ca t ion  process of MOS-IGFET's i s  n o t  compatible with 
t h a t  of the image sensor. I t  requi res  a s i l i c o n  material involving a sepa- 
r a t e  d i f fus ion  process and a complex interconnecting scheme. Also, the  
s i l i c o n  i s  a r e l a t i v e l y  narrow band gap material exhib i t ing  a too low resis- 
t i v i t y  when using i t  i n  conjunction with the  f e r r o e l e c t r i c  material i n  the  
image sensor. 

I n  con t r a s t ,  the t h i n  f i lm  t r a n s i s t o r  (TFT) can be deposited d i r e c t l y  
onto the image sensor subs t r a t e  because i t  i s  composed of the same material, 
i.e., cadmium sulfide.  The e lec t roding  and d i f fus ion  operation can be per- 
formed simultaneously f o r  both materials. Furthermore, t he  thinness of the 
semiconductor layer  t h a t  i s  poss ib le  with deposit ion techniques enhances 
the gate cont ro l  c h a r a c t e r i s t i c s  of the TFT. Since there i s  a l so  e l e c t r i c a l  
compatibil i ty with the  sensor element as analyzed i n  t h e  previous sec t ion ,  
the  TFT i s  considered b e s t  su i t ed  f o r  the  implementation of switching ele- 
ments f o r  t he  contemplated l i n e  skip commutator. 

The TFT r equ i r e s  f o r  i t s  f ab r i ca t ion  both a semiconductor hos t  material 
and a ga te  in su la t ing  material. For the  preparation of the  hos t  material, 
the process Marquardt has developed under o the r  programs f o r  the deposit ion 
of t h in  f i lm  cadmium s u l f i d e  photoconductive materials i s  applicable. I t  
cons i s t s  of deposit ing a t  low subs t r a t e  temperature an amorphous material 
which i s  pos t  hea t  t r e a t e d  t o  obta in  c r y s t a l l i n i t y .  The l o w  temperature 
minimizes the  c rea t ion  of vacancy de fec t s  and permits p rec i se  cont ro l  of 
the material parameters. 
wide band gap des i red  f o r  obtaining high r e s i s t i v i t y  and provides a t  the 
same t i m e  a s a t i s f a c t o r y  value of d r i f t  mobility. 

This material being a 1 1 - V I  compound o f f e r s  the 

A ga te  in su la t ing  material w a s  inves t iga ted  during t h i s  program f o r  
compatibil i ty with the  above semiconductor material. 
must be such t h a t  i t  does n o t  s t r a i n  the  material f i lm ,  i.e., i t  must have 

Its c h a r a c t e r i s t i c s  
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an equal expansion coe f f i c i en t  with the  cadmium sulf ide.  
c a l l y  s t ab le  and n o t  react w i t h  the  semiconductor as i n  the case when em- 
ploying the usual  a l k a l i  f luxes.  The ion ic  contr ibut ion i n  the in su la to r  
l a t t i c e  must be s m a l l  when considering the high r e s i s t i v i t y  c h a r a c t e r i s t i c  
of the cadmium su l f ide  semiconductor hos t  material .  

It  must be chemi- 

The in su la to r  material t h a t  was developed i s  bas i ca l ly  a bo ros i l i ca  
g l a s s  with a r a r e  e a r t h  ac t ing  as a la t t ice  modifier and cons is t s  of boron 
oxide, dysprosium oxide, and s i l i c o n  dioxide. (B203, Dy2O3, and SiO2). 
F i l m s  of t h i s  i n su la to r  mater ia l  were produced by f l a s h  evaporation which 
m e t  the  above requirements. For example: The coe f f i c i en t  of expansion i s  
4.6 x 10-6cm cm-1 OC-1 which i s  c lose  t o  t h a t  of i n t r i n s i c  cadmium su l f ide  
with 4.5 x 10-6, cm-I 0C- l .  The d i e l e c t r i c  constant has been measured as 
4.5 which i s  acceptable f o r  t h i s  appl icat ion as indicated i n  the ana lys i s  
sect ion . 

A number of t h in  f i lm  t r a n s i s t o r s  have been fabr ica ted  using indium 
e lec t rodes  f o r  the d ra in  and source with a gold electrode over the in su la to r  
material. Experimental evaluation indicated typ ica l  transconductance values 
of 5000 microamperes per vol t .  See Figure 6 f o r  typ ica l  voltage - curren t  
charac te r i s t ics .  Under another program, several  t h in  f i lm s h i f t  r e g i s t e r s  
were implemented t o  test  device operation. The successive thin f i lm layers  
were vacuum deposited on g l a s s  substrates .  Chromium e lec t rodes  were used 
t o  provide the source, ga te ,  and d ra in  geometries. Transconductance values 
of 2000 microamperes p e r  v o l t  were measured f o r  the individual  elements. 
Experimental evaluation w a s  l imited due t o  d r i f t  problems encountered during 
commutator operation. 

17 
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HIGH RESOLUTION DEPOSITION TECHNIQUES 

As discussed above , the  readout of high r e so lu t ion  image transducers 
r equ i r e s  t he  f ab r i ca t ion  of t h i n  f i lm  c i r c u i t r y  with very high element packing 
density,  The use of ion  implantation techniques provides an approach t h a t  can 
r e a l i z e  t h i  s de s i r ed  re s o h  ti on. 

Theory 

Ion implantation i s  a process i n  which energe t ic  i ons  are introduced 
i n t o  and r e t a ined  i n  a hos t  c rys ta l .  As such, any ion  can be implanted i n  
any material thus providing a unique method of doping compound semiconductors. 
Since the  process can take place a t  temperatures below 6OO0C, many of t he  
problems cormnonly associated with d i f fus ion  processes are eliminated. 
example, the  number of d e f e c t s  produced by the processing can be reduced con- 
siderably. 

For 

The passage of the  ene rge t i c  i on  through the  hos t  c r y s t a l  c r ea t e s  vacan- 
cies and i n t e r s t i t i a l s  which fonn various de fec t  spec ies  around the pa th  of 
the ion, When the hos t  c r y s t a l  i s  annealed t o  remove t h i s  damage, the  dopant 
i ons  move t o  s u b s t i t u t i o n a l  o r  i n t e r s t i t i a l  s i tes and the defec t  spec ies  
d i s soc ia t e  and d i f fuse .  The annealing temperature i s  kept  low t o  insure  a 
small region of migration i n  the  neighborhood of the  implanted ions. 

Ion implantation is  based on the generation and cont ro l  of a stream of 
ionized atoms of the des i red  element which i s  accomplished by (1) vaporization 
of t he  element by conventional vacuum heating techniques, (2) ion iza t ion  of 
the  r e s u l t a n t  vapor flow by means of the atoms impinging on a heated cathode, 
( 3 )  the generation of a stream of ions  with a known ve loc i ty  and d i s t r i b u t i o n  
t h a t  i s  d i r ec t ed  from the  cathode i n t o  an ion  o p t i c a l  system, (4) t he  acceler-  
a t i o n  and focussing of the ion  beam onto a h o s t  c r y s t a l  f o r  implantation, and 
(5) annealing of the  hos t  c r y s t a l  t o  produce migration. 

Many ion iza t ion  techniques can be used f o r  the  production of the  des i red  
ions ,  f o r  example, surf ace ion iza t ion  and e l ec t ron  impact ionization. Elements 
with ion iza t ion  p o t e n t i a l s  below about 6 e.v, can be produced by surface ioni-  
za t ion ,  e.g., I n ,  G a ,  Al, Th, the lanthanide rare ea r ths ,  and the  a l k a l i  
metals, Elements with higher ion iza t ion  p o t e n t i a l s  bu t  moderate hea t  of vapor- 
i z a t i o n  can be ionized by e l ec t ron  impact, e,g,, P,  As, Te,  Ze, Cd, Sb, Hg, and 
Se, Au and Ag with higher hea t  of vaporization may be handled i n  o ther  ways- 

A most important c h a r a c t e r i s t i c  i n  the ion  implantation process i s  the 
determination of t he  ion iz ing  surface temperature a t  which a given ion  cu r ren t  
dens i ty  i s  obtained f o r  a p a r t i c u l a r  ion  beam and heated subs t r a t e  combination. 
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For example, a temperature of 1600 t o  1800°K i s  required with an ir idium 
surface t o  produce a cu r ren t  of indium ions  i n  a range of 0.1 t o  10 micro- 
amperes cm-2 w h i l e  1800 to  20000K would be required f o r  aluminum. 
d i c a t e s  why highly r e f r ac to ry  materials are required t o  obta in  des i red  cu r ren t  
d e n s i t i e s ,  s ince  the  ion iz ing  surface must n o t  cont r ibu te  any atoms of i t s  own 
by the p a r t i a l  vapor pressure i t  would provide a t  the ion iz ing  temperature. 

This in- 

The ion iza t ion  e f f i c i e n c i e s  can be ca lcu la ted  by the Saha-Langmuir 
equation. 

-1 
B = [l +($) exp (*)I when T > Tc 

with, Tc, the  c r i t i ca l  temperature, simplifying f u r t h e r  

which gives the ratio of atoms impinging on the  ho t  surface and re-evaporat- 
ing  e i t h e r  as n e u t r a l  atoms o r  as p o s i t i v e  ions  per  second. With, I, the  
ion iza t ion  p o t e n t i a l ,  4, the work function of the heated surface,  and F, the 
Faraday number i n  the above equations. Thus with (I - 4)- - 0.5 v o l t s ,  a l l  
of the atoms evaporate as ions, 

Implantations of these ions  can be achieved with s a t i s f a c t o r y  cu r ren t  
d e n s i t i e s  with beam ex t r ac t ion  p o t e n t i a l s  i n  a range between 50 v o l t s  t o  5000 
vo l t s ,  The ion  beam may be accelerated and focussed by an ion-optical  system 
i n  a l l  r e spec t s  similar t o  conventional electron-optics- See Figure 7. 

Considering the  l imi t a t ions  imposed on the focussing of ion  beams t o  a 
very small spot s i z e ,  the  l imi t a t ions  imposed by space charge, spher ica l  
aber ra t ion ,  and thermal v e l o c i t i e s  must be taken i n t o  account. 

As a r e s u l t  of space charge expansion, the minimum spot rad ius ,  rm, i s  
r e l a t ed  t o  the  beam parameters as 

In  
r 

r 
m - 
0 

where Pi - - 

a =  

2 a 

(17412( - mi f’2 Pi 
m 

C 

*2 
i o n  beam perveance 

0 

i n i t i a l  convergence angle of t he  ions  emerging 
from the  focussing l ens  
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r = i n i t i a l  beam radius  
0 

The maximum curren t  dens i ty  which can be focussed i n t o  a spot  i s  from the  
above equation, given by 

2 312 a V  
0 - 

112  I 

Ji - 
,- , 

2 L  0 
(174)2 (2) n r  m I n -  r 

C m 

which can be expressed i n  terms of temperature and pressure 

- - 
Ii 

where N = 
0 

R =  

M =  

P =  

0 paO -2 -1 N - molecules cm sec 
( 2  TRMT) 11 2 =r2 

Avrogadro's number 

Gas constant  f o r  mole 

Molecular wei ght  

dynes cm -2 

a = Area of source o r i f i c e  
0 

With indium ions  focussed with an i n i t i a l  convergence of about 17O, i.e., 
a = 0.3, a spot  s i z e  of 1 micron can be achieved a t  an acce lera t ing  p o t e n t i a l  
of 100 v o l t s  with a beam curren t  of amperes. Thus, i t  i s  obvious t h a t  
the des i red  spot  s i z e  w i l l  no t  be l imited by space charge beam divergence. 

Another l imi t a t ion  i n  spot  s i z e  may r e s u l t  from spher ica l  sber ra t ion ,  
i,e., the  tendency of the  lens system t o  focus ions a t  the periphery of the 
beam ra the r  than the ions  near the axis. Since ions  w i l l  c ross  the  axis a t  
d i f f e r e n t  a x i a l  pos i t i ons ,  there  would no t  be a place of sharp focus. A t  
the plane where the beam e x h i b i t s  a minimum diameter 2h, %.e., the d i s c  of 
least confusion which is given by Klemperer as 

C 3 
h =- ' e  4 

With Cs, the spher ica l  aber ra t ion  coe f f i c i en t ,  and 8, the  anglc of convergence, 
taking from Klemperer 
lens ,  gives  

the example of a symmetrical two cyl inder  e l e c t r o s t a t i c  
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with R, the  r ad ius  of the  l e n s  tube and with a voltage r a t i o  of 18 t o  1. the 
minimum epot s ize  w i l l  be 

using, f o r  example, 6 = 0.04 radians,  and R = 1 centimeter 

h = 0.16 microns 

This spher ica l  aber ra t ion  does no t  impose l imi t a t ions  t o  a micron s i z e  spot. 

Ions emerge from the source, e i t h e r  from contac t  of plasma ion iza t ion  
with a Maxwellian d i s t r i b u t i o n  of t ransversa l  v e l o c i t i e s ,  i re . ,  the  edge w i l l  
become d i f f u s e  r a t h e r  than sharp. 

I n  se l ec t ing  the ions  with c e r t a i n  i n i t i a l  v e l o c i t i e s ,  one l i m i t s  the 
cur ren t  dens i ty  a r r iv ing  a t  the focussed spot ,  Jm, t o  a value i n f e r i o r  t o  the 
cur ren t ,  Jo, from the source. From Langmulrs equation 

2 dV 
0 s i n  e 

m = Jo kT 

Thus, the e f f e c t  of a f i n i t e  t ransverse ve loc i ty  of the ions  w i l l  be a l i m i -  
t a t i o n  on the  cur ren t  dens i ty  achievable i n  a small spot. 

The l a r g e s t  poss ib le  r a t i o  between the two cur ren ts  combining Langmuir's 
and spher ica l  aber ra t ions  and l e t t i n g  the spot s i z e  be equal t o  the  d i s c  of 
least confusion, 2h = d  . 

8 

J eVo O 2  1.16 x 10 3 V 21 3 m - = -  
kT T 

0 
J 

15 -2 -1 Assuming t h a t 1 0  ions  cm sec are need d a t  the surface of implantation, 
i.e., a cur ren t  dens i ty  of 
R ~ 0 . 5  cm, and T =1160°K, the r a t i o  becomes 

ampere cm-? i n  a spot  d p l ,  with Vo =low; 
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213 m J 
.T - = l o 5  ( 0 - 4  

4 Thus, i n  order to  obtain a current density of the focussed spot J = 10- 
amperes an-', the current density of the source J0 has to be grsafer than 
2 x 10-7 amperes cm-2- 

24 



Maryuardf mHmrm VAN NUVS, CALIFORNIA 

E xperimen ta, t ion 

I n  order t o  provide the co r rec t  environment f o r  the ion  implantation 

This s t a t i o n  i s  shown 
s tudies ,  a spec ia l  ul t ra-high vacuum ( a  Varian VT - 105) s t a t i o n  w a s  re- 
tooled p a r t l y  i n  conjunction with another program. 
i n  Figure 8. 

A design study w a s  conducted t o  provide the ion beam "gun" which imple- 
ments the var ious funct ions of the ion implantation process as described 
above. This gun cons i s t s  of a material reservoi r  and hea ter ,  ion iza t ion  p l a t e  
and hea ter ,  acce le ra t ing  and focussing e lec t rodes ,  and support s t ructure .  The 
components and a p a r t i a l  assembly are shown i n  Figures 9 and 10, 
system i s  shown i n  Figure 11. I n  operat ion,  a selected mater ia l  i s  vaporized 
i n  the material reservoi r  and then surface ionized on the heated ion iza t ion  
p l a t e  (an iridium disk) ,  The r e su l t i ng  f r e e  ions are accelerated toward the 
hos t  mater ia l  which i s  t o  be doped with the desired energy of impact and 
focussed t o  a micron sized spot a t  the nominal 2 pos i t ion  of the subs t ra te  
stage. This equipment w a s  fabr ica ted ,  assembled, and i n s t a l l e d  i n  the u l t r a -  
high vacuum s ta t ion .  
meter w a s  mounted on the vacuum chamber. 

The assembled 

I n  addi t ion,  a sensor gauge f o r  use with a mass spectro- 

During the course of the design it w a s  found necessary t o  design spec ia l  
b i f i l a r  c o i l s  f o r  the reservoi r  and ion iza t ion  p l a t e  heaters,  The heater  con- 
f igura t ions  a re  both b i f i l a r  t o  minimize s t r a y  f i e l d s  which can inf luence the 
motion of the ionized atoms during acceleration. 
s t r i p  i n  the shape of an S and the second heater  configuration w a s  a b i f i l a r  
edgewound c o i l  of f l a t  i r idium s t r ip .  
p l a t e  temperature versus  hea ter  c o i l  cur ren t  i s  shown graphical ly  i n  Figure 12 
f o r  the two heater  configurations.  

One hea ter  w a s  a f l a t  i r idium 

Cal ibrat ion da ta  f o r  the ion iza t ion  

One of the very bas ic  ca l ib ra t ion  tests f o r  the implantation process i s  
to  e s t a b l i s h  the  evaporation constants of the material t o  be implanted as a 
function of the evaporation temperature under high vacuum conditions. The 
mater ia l  reservoi r  and the ion iza t ion  p l a t e  temperatures a r e  monitored by 
heater  cur ren t  as discussed above. Indium m e t a l  w a s  se lected as the  f i r s t  
metal t o  be invest igated because it has a r e l a t i v e l y  low temperature of vapor- 
i z a t i o n  i n  low vacua, i.e. 10-5 t o  
of ion iza t ion ,  i.e. 1100 t o  1400%. As a next  s tep,  the types and amounts 
of the var ious ionized species  emitted by the ion gun are measured using a 
m a s s  spectrometer. However, during these tests, the  ion iza t ion  hea ter  c o i l  
burned ou t  a t  an elevated temperature. 

torr and a r e l a t i v e l y  low temperature 

To e l iminate  t h i s  hea te r  problem, i t  w a s  decided t o  use an e lec t ron  
beam heater  r a t h e r  than the r e s i s t i v e  heating techniques discussed above. 
For t h i s  purpose, the ion gun w a s  redesigned t o  adapt a.eommercially ava i lab le  
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Figure 9 
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Figure 10 

E X P L O D E D  V I E W  OF I O N  GUN 
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Pierce-type e l e c t r o n  gun made by Veeco Instruments, Inc. (VeB-6). I t  i s  a 
se l f -acce lera ted ,  e l e c t r o s t a t i c a l l y  focussed beam gun which concentrates a 
maximum of 6 k i lowa t t s  of energy on a 1 / 8 t h  inch diameter spot, The focus- 
sing e lec t rodes  f o r  the  e l ec t ron  gun were removed t o  allow the e l ec t rons  t o  
be formed i n t o  a l a rge r  than normal beam s i z e  by the  acce lera t ing  voltage 
(4KV). 
temperatures above 190O0K over an area of approximately one inch  i n  diameter. 

With t h i s  work completed i t  w a s  poss ib le  t o  achieve ion iza t ion  p l a t e  

The prepara t ion  of the  s p e c i f i c  commutator c i r c u i t r y  with the above 
ion  implantation technique requi res  a mechanism ins ide  the vacuum machine 
t o  move the  ion beam over the subs t r a t e  i n  a p rec i se  pa t te rn .  A th ree  a x i s  
cont ro l  has t o  be provided where the Z-axis ad jus t s  the focus of the  beam 
t o  obta in  a s p e c i f i c  l i n e  width on the  subs t ra te  a t  t he  po in t  where the 
X-axis indexes and the Y-axis scans the  subs t r a t e  Laterally.  As ind ica ted  
i n  the design ana lys i s  s ec t ion ,  the  dimension of a switching element i s  i n  
the order of 1 m i l  and the  width of the  e lec t rodes  within t h i s  area i s  0.3 
m i l s  o r  approximately 8 microns. For reasons of performance uniformity, the  
p lan t ing  of these e l ec t rodes  should be done with a prec is ion  of 1 m i l  o r  
be t t e r .  The f e a s i b i l i t y  of accomplishing such an accuracy over an area as 
l a rge  as the  contemplated image sensor w a s  investigated.  I t  w a s  found t h a t  
conventional methods of de f l ec t ing  the  beam e l e c t r o n i c a l l y  are not  s u i t a b l e  
because of inherent  d i s t o r t i o n  and non-linear performance cha rac t e r i s t i c s .  
A mechanical method based on standard l i n e a r  ac tua to r s  f o r  feeding the  two 
l a t e r a l  motions through the  vacuum chamber as indicated i n  the preliminary 
design of Figure 1 3  would o f f e r  a b e t t e r  l i n e a r i t y  over the  des i red  a rea ,  bu t  
cannot produce a s u f f i c i e n t  pos i t i ona l  accuracy. I n  t h i s  method, the  two 
motions i n t e r f e r e  with each o ther  because each mechanism i s  referenced sepa- 
r a t e l y  t o  the  vacuum machine base ring. Also, tests with the  standard 
ac tua to r s  showed a backlash of 100 microns which would be d i f f i c u l t  t o  reduce 
t o  an acceptable value. 

A second mechanical design concept t h a t  overcomes the above short-  
comings i s  shown i n  Figure 14. 
o the r  by superimposing the  Y-scanning mechanism upon the  X-indexing mechanism, 
which, i n  tu rn ,  i s  referenced t o  the base ring, Both motions are accomplished 
through the  same porthole by a spec ia l  mechanism t h a t  i n t e g r a t e s  both actu- 
ations.  An added advantage i s  of fered  by the  p o s s i b i l i t y  of operating t h i s  
mechanism through bellows which reduces the e f f e c t  of vacuum de te r io ra t ion  
when using standard actuators.  
des i red  accuracies can be obtained with t h i s  approach provided appropriate 
consideration i s  given t o  the  v ib ra t ion  f i e l d  and the temperature d i s t r ibu -  
t i o n  i n  the  vacuum chamber. 

Here the two motions are referenced t o  each 

A preliminary ana lys i s  indicated t h a t  t h e  

I n  preparation f o r  the i n i t i a l  ion beam experiments, a l e s s  accurate 

It provides the  means 
and simpler one a x i s  mechanism w a s  i n s t a l l e d  i n  the  high vacuum machine 
u t i l i z i n g  a micrometer s tage  f o r  i t s  construction. 
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for moving the substrate over a distance of 1 inch with an accuracy of 0.1 
m i l .  This capability i s  sufficient to investigate the ion beam scan speed 
required in  the implantation process. 
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BREADBOARD MODEL DEVELOPMENT 

A breadboard 2 a x i s  commutator w a s  designed and fabr ica ted  t o  demonstrate 
the l i n e  skip function. 
.this experimental implementation. 

A hybrid th in  f i lm  configurat ion w a s  se lec ted  f o r  

C i r c u i t s  

Three bas i c  c i r c u i t s  are used t o  implement the  hybrid l i n e  skip commuta- 
tors; a conventional f l i p - f l o p ,  an output  d r ive r ,  and a d r ive r  f o r  reset, 
Figures  15, 16 and 171, 
v i s ion  f o r  binary reset and emi t te r  follower ampl i f ie rs  t o  provide f o r  a 
buffered output. The readout d r ive r  (RD) cons i s t s  of a negative AND ga te  
followed by several  buf fer  amplif iers ,  
i npu t s  can fu rn i sh  e u f f i c i e n t  dr ive  t o  sa tu ra t e  the following inve r t e r  ampli- 
f i e r .  
amplif ier  and no output  w i l l  be obtained f o r  the above condition. 
a l l  diode inpu t s  are near ground l eve l ,  appl ica t ion  of the Readout Trigger 
w i l l  cause the following s tages  t o  be dr iven i n t o  sa tura t ion  thus providing 
a DC output  from the readout dr iver .  
by the  binary reset diode network and i s  ava i lab le  f o r  appl ica t ion  t o  the 
f l i p - f l o p s  mentioned above. The reset l i n e  d r ive r  (RLD) uses  two inve r t ing  
ampl i f ie rs  t o  fu rn i sh  a normalized vol tage .pulse  f o r  i n i t i a l  r e s e t t i n g  purposes. 
In addi t ion  to the  above, a small diode network i s  used f o r  output  decoding 
purposes. 
c i r  cui  t s. 

(See 
The binary s torage u n i t  (BS) i s  a f l i p - f lop  with pro- 

A pos i t i ve  voltage on any of the diode 

A Readout Trigger voltage pulse furn ishes  the  co l l ec to r  supply f o r  t h i s  
However, i f  

This same pulse  w i l l  be d i f f e r e n t i a t e d  

Figure 18 ind ica t e s  i n  block form the interconnection of the var ious 

A breadboard of t h i s  c i r c u i t  w a s  f i r s t  constructed with conventional 
components t o  v e r i f y  co r rec t  performance and t o  serve as test  instrumentation 
f o r  t e s t i n g  f e r r o e l e c t r i c  elements. This breadboard is shown i n  Figure 19. 

Construction 

The breadboard model c o n s i s t s  o f ,  besides  the 2 a x i s  l i n e  skip commutator, 
a simulated 5 x 5 image p la tq  matrix, and the necessary control  c i r c u i t r i e s .  

In order  t o  implement the commutator i n  hybrid t h i n  f i lm form, two lay- 
ou t s  represent ing the p a t t e r n s  f o r  the r e s i s t i v e  elements, land areas f o r  the 
semiconductors, and the conductors are made with a prec is ion  coordinatograph. 
From t h i s  artwork the  var ious  masks are prepared by a photoetching process. 
Resistors and conductors a re  then vacuum deposited. Discrete  microc i rcu i t  . 
components are connected by e u t e c t i c  bonding techniques. 
one m i l  wire i s  bonded t o  complete the  i n t e r f a c e  connection between the  sub- 
strate and the package terminal posts ,  The required hybrid c i r c u i t s  f o r  the 

As a f i n a l  operat ion,  
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row and column axis  are housed i n  two f l a t  packs each with 1 x 1 inch dimen- 
sions, Figure 20 dep ic t s  the  in s ide  of such a f l a t  pack, 

The simulated image sensor matrix c o n s i s t s  of twenty-five f e r r o e l e c t r i c  
elements housed i n  conventional t r a n s i s t o r  cases. The elements were f ab r i -  
cated from a lead t i t a n a t e  zirconate f e r r o e l e c t r i c  material .  This fe r ro-  
e l e c t r i c  e x h i b i t s  a spontaneous po la r i za t ion  of approximately 30 microcoulombs 
per square centimeter and a coercive f i e l d  of approximately 6000-8000 v o l t s  
per centimeter. A one m i l  s lab  of the  material w a s  electroded with 35 square 
m i l  do t s  and u l t r a s o n i c a l l y  machined t o  produce elemental areas. 
e l e c t r i c  elements simulate the  storage por t ion  of a photoconductive-ferro- 
e l e c t r i c  laminate, I n  such a laminate ( see  Appendix A) t he  inc ident  l i g h t  
would allow the  photoconductors t o  pas s  cu r ren t  which, i n  tu rn ,  would be 
stored i n  the associated f e r r o e l e c t r i c  elements. I n  t h i s  model conventional 
switches are used t o  simulate the photoconductor gating function ins tead  of 
the  laminate to  provide f l e x i b i l i t y  i n  t e s t ing ,  

The fe r ro-  

The 4 f l a t  packs and the 25 element matrix are housed i n  a common chass i s  
together with the various switches and terminals necessary t o  cont ro l  and 
observe the operating sequence, Figure 21 ind ica t e s  the interconnections of 
these components and Figure 22 shows a p i c tu re  of the  e n t i r e  breadboard model. 

Evaluation 

To prepare the hybrid breadboard f o r  operation it i s  necessary t o  ascer- 
t a i n  t h a t  a l l  of the  f e r r o e l e c t r i c  elements have a l i k e  polar i ty .  To perform 
t h i s  operation, each element i s  in se r t ed  i n t o  the FE POLARIZE socket provided 
on the  chass i s  (a colored do t  d i s t inguishes  between the two terminals of the 
element case),  the  SELECT switch set t o  POLARIZE, and the pushbutton depressed. 
After po la r i za t ion  and r e i n s e r t i o n  of the  elements i n  the  matrix, the SELECT 
switch i s  set t o  INITIAL RESET and the button depressed t o  insure t h a t  a l l  
s tages  of both l i n e  skip commutators have been cleared of d i g i t a l  data,  

For d a t a  en t ry  i n t o  the  des i red  f e r r o e l e c t r i c  elements, t he  p e r t i n e n t  
ROW SELECT and COLUMN SELECT switches a re  operated, The SELECT switch i s  
set t o  SET TAG and the  button i s  depressed t o  apply voltage t o  switch the  
se lec ted  f e r r o e l e c t r i c  elements, Their switching sets the  corresponding 
binary storage (BS) u n i t s  of the column l i n e  skip commutator. The select 
switches are now returned t o  t h e i r  o r i g i n a l  posit ion.  I n  an operational 
system, these switches would be replaced by e l ec t ron ic  ga t ing  c i r c u i t s .  With 
the  SELECT switch s e t  t o  COLUMN READ, a strobe pulse i s  applied t o  the  read- 
o u t  d r ive r  of the f i r s t  binary storage u n i t  containing data. The output 
from t h i s  stage i s  fed  t o  the  decoding network and a binary coded output 
i d e n t i f i e s  the  appropriate column. Simultaneously, a reset pulse i s  fur- 
nished to the  storage u n i t  and voltage i s  applied to  the  pe r t inen t  column 
of the  matrix thus s e t t i n g  the  f e r r o e l e c t r i c  element t o  i t s  o r i g i n a l  state of 
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polar izat ion.  
binary s torage u n i t  i n  the row l ine  skip commutator. 
involve a number of f e r r o e l e c t r i c  elements ( i f  more than one element had o r i -  
g ina l ly  been se lec ted  i n  the same column) and thus a number of s torage u n i t s  
could be tagged, With the  SELECT switch i n  the ROW READ pos i t ion ,  depression 
of t he  but ton now provides a binary coded output  t h a t  i d e n t i f i e s  the c o r r e c t  
row. 
the ROW READ to read ou t  the remaining d a t a  po in t s  i n  the matrix. 
t i on  t h a t  a l l  da t a  has been read out  i s  obtained when depression of the button 
i n  the  COLUMN READ pos i t i on  does not  produce an output. 

As the element i s  switched, cur ren t  i s  fed t o  the corresponding 
This o p e r a t i ~ n  could 

This cycle i s  repeated by se lec t ing  the COLUMN READ and sequent ia l ly  
An indica- 

T e s t  of the hybrid breadboard consis ted of following the  above sequence 

I t  w a s  v e r i f i e d  t h a t  a non-ambiguous matr ix  l i n e  skip opera- 
t o  insure  t h a t  co r rec t  ou tputs  were obtained f o r  var ious combinations of 
matrix points.  
t i o n  is f eas ib l e ,  i.e., the pos i t i ons  of diagonally placed da ta  po in t s  were 
i d e n t i f i e d  uniquely with t h e i r  corresponding x-y binary code. However, t he  
i n s u f f i c i e n t  hys t e re s i s  loop c h a r a c t e r i s t i c  of the  lead t i t a n a t e  z i rconate  
f e r r o e l e c t r i c  material used t o  simulate the  image p l a t e  caused a considerable 
c roas ta lk  between matr ix  da t a  po in t s  so t h a t  the operable number of po in t s  wae 
l imited t o  ten. 
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CONCLUSIONS AND RECOMMENDATIONS 

The r e s u l t s  obtained t o  da t e  i n  the  inves t iga t ion  o f  l i n e  skip cornu- 
t a t o r  techniques allow the following conclusions: 

The l i n e  skip commutator i s  a p r a c t i c a l  mechanism f o r  the, f a s t  r e a d w t  
of matrix image sensors with low d a t a  content such as required i n  ip 

celestial f i e l d  scanner appl ica t ion ,  as ind ica ted  by tes ta  with a 
hybrid t h i n  f i lm  breadboard implementation, 

The log ic  func t ions  of the l i n e  skip commutator can be implemented 
with in tegra ted  t h i n  f i lm  t r a n s i s t o r  (TJ?T) c i r c u i t r i e s  based on 
ana lys i s  and eva lua t ion  of ind iv idua l  TFTf s. 

The high elemental packing dens i ty  desired f o r  the implementation of 
the c i r c u i t s  can poss ib ly  be accomplished with ion implantation tech- 
niques according to  a design study. 

The f u r t h e r  development of the ion  implantation technique i s  recommended 
t o  produce the commutator i n  in tegra ted  TE'T c i r c u i t r y  configuration. 
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APPENDIX A 

FERROTRON IMAGE TRANSDUCER CONCEPT 

The concept of Marquardt' s t h i n  f i lm  s o l i d  state sensor/ scanner p l a t e  
01: image transducer capable of s a t i s fy ing  many advanced image sensing 
func t ions  i s  described below, The general image transducer p l a t e  configur- 
a t i o n  i s  shown i n  Figure A J , .  It i s  a s ing le  laminate of so l id  state 
ma te r i a l s  f o r  performing the two functions of image transducing, i.e., the  
sensing/storage and the  readout/commutating functions. Fine e lec t rode  l i n e s  
are deposited on each s ide  of the laminate orthogonally t o  each o ther ,  thereby 
d iv id ing  the sensor p l a t e  e f f e c t i v e l y  i n t o  small elemental areas f o r  readout 
purposes. 
operation could be employed. 
exposes e f f e c t i v e l y  the  sensing a rea  t o  the  projected image. 
image i s  thereby transduced i n t o  a l a t e n t  image i n  the form of a charge 
pa t t e rn  which i s  re ta ined  u n t i l  readout. 
rap id ly  commutating the rows and columns of the e lec t rode  matrix, Each 
switched matrix poin t  produces a video s igna l  proportional t o  the stored 
charge , 

Ei the r  a continuous exposure mode o r  a frame exposure mode of 
I n  the  la t ter  case, an electric shu t t e r  pulse 

The o p t i c a l  

The s tored  image i s  reeid o u t  by 

The sensing por t ion  of the image transducer p l a t e  i s  compoqed of t h i n  
f i  l m  l aye r s  a f  pho toconduc t o r /  f e r roe l ec  tri c l e l ec t rode  materials and a auppor tr  
ing  g l a s s  substrate.  
from the  scene to reach the photoconductor. An elemental area of the laminate 
and an equivalent c i r cu i t  i s  shawn i n  Figure A-2. 
can be thought of a5 a var iab le  r e s i s t o r  whose conductivity i s  approxipately 
proportional t o  the i n t e n s i t y  of the  inc iden t  l i g h t  (Figure A-3). 
electric (FE) can be thought of as a non-linear capac i tor  across  wh€ch an 
i n t e r n a l  po la r i za t ion  (charge) i s  accumulated as a functton of the  tirp in- 
t e g r a l  of the  cu r ren t  flow. The i n t e r n a l  po la r i za t ion  of the FE follows a 
voltage/charge h y s t e r e s i s  p a t t e r n  analogous t o  the  more fami l fa r  fe r ro-  
magnetic B/H h y s t e r e s i s  phenomena. The s tored  charge, i.e., in te rna l  polar- 
i z a t i o n  w i l l  n o t  leak of f  i n  t i m e  as occurs with the charge i n  purely 
d i e l e c t r i c  materials employed i n  conventional capacitors. As a r e s u l t ,  
there  i s  no l o s s  i n  the  analog s igna l  amplitude between, exposure and read-in 
opera t i on  s . 

The f r o n t  e lec t rode  is t ransparent  t o  allow the l i g h t  

The photoconductor (PC) 

The fe r ro-  

I n  operation, l i g h t  impinging on an element from a r d i a n t  sovrce w i l l  
cause the  photoconductor t o  become more conductive than i n  i t s  dark state. 
During exposure, a voltage i s  applied across  the  element causing cur ren t ,  
determined by the  PC r e s i s t ance  t o  flow through the  photoconductor and charge 
UP t he  FE material. 
i s  applied f o r  readout. 
the photoconductor cu r ren t  and t i m e  duration of t he  read-in pulse  applied t o  

The charge value i s  re ta ined  u n t i l  an opposite voltage 
Since a f r a c t i o n a l  po la r i za t ion  i s  a functipn of 
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it, i t  represents  a grey sca le  of an image poin t  (Figure A - 4 1 ,  
range and thereby the gamma of the sensor can be varied by changing the ampli- 
tude and t i m e  durat ion of the read-in voltage applied to it. 
of an opposite voltage t o  the f e r r o e l e c t r i c  element r e s u l t s  i n  a cur ren t  
which discharges the s tored da ta  and r e tu rns  the FE t o  i t s  o r ig ina l  s t a t e  
of polar izat ion.  To e f f e c t  the f e r r o e l e c t r i c  readout i t  i s  necessary t o  
lower the r e s i s t ance  of the photoconductor, For t h i s  purpose, the photo- 
conductor i s  driven i n t o  i t s  space charge l imited state by the appl ica t ion  
of a high e l e c t r i c  f i e l d  which w i l l  r e s u l t  i n  the del ivery of a very high 
cur ren t  t o  the FE independent of i l lumination. 

The dynamic 

The appl icat ion 

(Figure A-5) .  

Figure A-6 shows a complete wri te l read cycle where the readout cur ren t  
time i n t e g r a l  i s  proport ional  t o  the read-in cur ren t  t i m e  i n t e g r a l ,  which, i n  
turn,  i s  representat ive of the l i g h t  i n t e n s i t y  a t  t h a t  image point,  Inasmuch 
as the readout time i s  considerably shorter  than the exposure time, a high 
cur ren t  l eve l ,  l o w  impedance output  s igna l  i s  real ized.  

In  the image sensor p l a t e  an elemental readout cur ren t  i s  obtained a t  
the in t e r sec t ion  poin t  of the f r o n t  e lectrode bar  and back electrode column 
p a i r  t h a t  i s  switched on. The desired sequence of bar  and column switching 
would depend on the p a r t i c u l a r  appl icat ion requirements, For example, i n  a 
conventional image transducer appl icat ion a raster mode scan sequence would 
be employed, I n  t h i s  case, the electrode bars  a re  switched on i n  incremental 
steps. A t  each rfbar t f  s tep  pos i t ion  a l l  the columns a r e  switched one a f t e r  
another i n  rap id  sequence. I n  t h i s  manner, the l a t e n t  image i s  dissected 
poin t  by poin t ,  producing the appropriate video s igna l s  required t o  transduce 
a complete image. 
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